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Abstract. A series of highly interconnected porous poly(D,L-lactide acid) (PDLLA)/pyrite (Zi-Ran-Tong, FeS2)
scaffold containing 5–20% of pyrite was fabricated by particle leaching combined with the thermal-induced phase
separation method. Pyrite (FeS2, named as Zi-Ran-Tong in Chinese medicine), as a traditional Chinese medicine, has
been used in the Chinese population to treat bone diseases and to promote bone healing. The mechanical properties
of the PDLLA scaffold were signi�cantly enhanced after the addition of pyrite. The osteoblastic ROS17/2.8 cell line
was used and seeded on the PDLLA/pyrite scaffold to study its potential to support the growth of osteoblastic cells
and to estimate the optimal dose of pyrite for bone tissue engineering. The effects of pyrite on cell proliferation
and differentiation were evaluated by 3-[4, 5-dimethylthiazol-2-yl]-2, 5-diphenyltetrazolium bromide and alkaline
phosphatase activity assay. The cells on the porous composite scaffold formed a continuous layer on the outer and
inner surface observed by scanning electron microscopy and �uorescence microscope. The results strongly suggested
that the PDLLA/pyrite composite scaffold could stimulate the growth of ROS17/2.8 cellsin vitro and it could be
potentially used as a scaffold for bone tissue engineering.
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1. Introduction

Bone scaffolds are designed to regenerate natural bone tis-
sues or to create biological substitutes for defective bone
tissues through the use of cells. The success of these approaches
is largely dependent on the scaffold properties such as degra-
dability, biocompatibility, highly interconnected porosity and
mechanical integrity.1,2 Poly(D,L-lactide acid) (PDLLA)
polymer has been widely used to fabricate bone scaffolds
due to its biocompatibility and biodegradability. The poor
osteoconductivity of the pure polymer scaffold has led to
the incorporation of bioceramics such as hydroxyapatite
(HA), � -tricalcium phosphate (� -TCP) and biphasic cal-
cium phosphate to the polymer scaffold to improve its osteo-
conductivity. Additionally, the relatively low mechanical
properties of the pure polymer scaffold could also be
improved by bioceramic.3–5

Pyrite (FeS2, named as Zi-Ran-Tong in Chinese medicine),
as a traditional Chinese medicine, has been used in the Chi-
nese population to treat bone diseases and to promote bone
healing for thousands of years. Pyrite frequently appears
in traditional prescriptions for bone and tendon injuries.
For example, 47 of the 107 fracture prescriptions collected
in the Encyclopedia of Esoteric Prescriptions in Tradi-
tional Chinese Medicine contain pyrite as one of the main
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ingredients.6–8 Huang and You9 examined the effect of a
herbal medicine, Jie-Guu-Saan, which contains pyrite on
experimental fracture healing in rats. The results showed that
the groups treated with herbal medicine were healed more
rapidly and thoroughly than the control group with respect
to collagen formation and bone cell metabolism. The present
research focuses on the direct cellular level effect of pyrite
on bone cells. Feng and Fu10 reported that the single pyrite
enhances the number of mineral nodes of osteoblasts and
promotes the expression of the insulin-like growth factors
in vitro.

In this study, for the �rst time, the pyrite was incorpo-
rated into the porous PDLLA scaffold as a bioactive material.
The aim of this work is to study its potential to support
the growth of osteoblastic cells and to estimate its opti-
mal dose for bone tissue engineering. The highly intercon-
nected porous PDLLA/pyrite scaffold containing 5–20% of
pyrite was fabricated using a particle-leaching combined
with the thermal-induced phase separation (TIPS) method.
The porous PDLLA/pyrite scaffold was characterized in
terms of morphology, porosity and surface wettability. The
effects of pyrite on ROS17/2.8 cell proliferation and dif-
ferentiation were evaluated by 3-[4,5-dimethylthiazol-2-yl]-
2, 5-diphenyltetrazolium bromide (MTT) and alkaline phos-
phatase (ALP) activity assay. The morphologies of the cell
cultured on the porous composite scaffolds were observed
by scanning electron microscopy (SEM) and �uorescence
microscope.
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2. Materials and methods

2.1 Materials

Poly-D-L-lactide (M � = 130 kDa) were obtained from
Sichuan Dikang Sci&Tech Pharmaceutical Co., Ltd
(Chengdu, China). Pyrite (FeS2) was purchased from The
West China College of Medicine, Sichuan University.
Dulbecco’s modi�ed Eagle’s medium (DMEM) and other
culture media and supplements were obtained from Invitro-
gen (Paisley, UK). All other reagents were analytical grade
and used without further puri�cation.

2.2 Fabrication of PDLLA/pyrite scaffolds

A series of porous PDLLA/pyrite scaffolds (PP5, PP10 and
PP20, contain 5, 10 and 20% (wpyrite/w PDLLA) of pyrite,
respectively) was fabricated by a particle leaching combined
with the TIPS method. Brie�y, various amounts (0.25, 0.5
and 1 g) of pyrite powder was dispersed in 1,4-dioxane (15 ml)
and distilled water (1,4-dioxane/distilled water= 87/13,
v/v) composite solvent under stirring. PDLLA (5 g) was
then added into these suspensions. By maintaining the mix-
tures for 30 min at 40� C, an elastic gel was produced. The
elastic polymer/pyrite gel was mixed homogeneously with
the sieved NH4HCO3 salt particles (salt particle size: 150–
250 µm; weight ratio of salt/PDLLA and pyrite: 5/1). The
mixture of polymer/pyrite/salt was cast into a disk-shaped
glass mould (9 mm in diameter and 5 mm in thickness),
cooled rapidly in aŠ30� C refrigerator and then freeze-dried
by a freeze-dryer (FD-1, BIOKING). After 48 h, the solid
samples were removed from the freeze-dryer and immersed
in distilled water for 24 h to remove the salt by leach-
ing. The distilled water was refreshed at 4 hourly intervals.
The samples were then placed in a vacuum-dryer for 48 h
at 35� C to remove any remaining solvent and NH4HCO3

salt (NH4HCO3 � NH3 � + CO2 � + H2O). In this way,
PDLLA/pyrite scaffold with a well-developed porous struc-
ture was prepared.

The PDLLA scaffold without pyrite particles was also
prepared by this method.

2.3 Characterization of the scaffold

2.3a Morphology: The porous PDLLA scaffolds and the
PDLLA/pyrite scaffolds were coated with gold and their
morphologies were examined by SEM (JSM-5900, Japan).

2.3b Mechanical properties: The porous PDLLA/pyrite
scaffolds (PP5, PP10 and PP20) and the PDLLA scaf-
fold were subjected to a compression test using an elec-
tromechanical universal testing machine (SANS CMT4503,
China Shenzhen) at a crosshead speed of 2 mm minŠ1.
The compressive offset yield stress was determined from the
stress–strain curve at a 2% strain. The compressive mod-
ulus was determined from the slope at the initial stage.

Five replicate determinations were undertaken for each
formulation.

2.3c Open porosity: The open porosity can be calculated
by the liquid displacement method.11 The scaffold is sub-
merged in a known volume (V1) of ethanol that is not a
solvent for the scaffold and a series of brief evacuation
repressurization cycles are conducted to force the liquid into
the pores of the scaffold. After these cycles the volume of
the liquid and liquid-impregnated scaffold isV2. When the
liquid-impregnated scaffold is removed, the remaining liquid
volume isV3 and open porosity is given as

� = (V 1 Š V3)/(V 2 Š V3).

The above test was performed in triplicate for each kind of
scaffold fabricated in this study.

2.4 Osteoblastic culture

The immortalized rat osteoblastic ROS17/2.8 cell line
(obtained from The West China College of Medicine,
Sichuan University) was used in this study. These cells were
incubated in a humidi�ed atmosphere of 5% CO2 at 37� C.
Cells were cultured in Dulbecco’s modi�ed Eagle’s medium
(DMEM, Invitrogen, Paisley, UK) and supplemented with
10% fetal bovine serum (FBS, Invitrogen, Paisley, UK),
100 mg mlŠ1 streptomycin and 100 U mlŠ1 penicillin. The
culture media was changed every alternate day.

2.4a Analysis of cytotoxicity and proliferation of
the ROS17/2.8 cells: The PDLLA scaffolds and the
PDLLA/pyrite scaffolds (PP5, PP10 and PP20) were cut into
round slices (9 mm in diameter and 1 mm in thickness) and
were sterilized by gamma radiation (25 kGy dose, Co-60
gamma irradiator). The sterilized scaffold slices were placed
into a 24-well plate and the cells were seeded into the well
plates at a density of 2× 104 cells per well. All the cells
were cultured at 37� C in a humidi�ed atmosphere with 5%
CO2. The medium was changed every 3 days. For each time
point, six replicate determinations were undertaken (three
for the �uorescent staining observation and three for the
MTT assay).

Fluorescent staining and observation:After each time
point, the samples were stained with 0.01% AO (acridine
orange) for 5 min, washed with PBS and examined under a
�uorescence microscope (OLYMPUS B× 60). For each time
point, the test was performed in triplicate.

MTT assay:A MTT assay was used to assess cell pro-
liferation by measuring mitochondrial succinate dehydroge-
nase activity.12 After 1, 3, 6, 12 and 21 days, MTT solution
(200 µl) (5 mg mlŠ1, Sigma) was added to each well. The
cells were cultured at 37� C in a humidi�ed atmosphere with
5% CO2 for 4 h to allow the formation of formazan crystals.
After culture medium was aspirated off, DMSO (dimethyl-
sulphoxide) (1 ml) was added into each well. The well plate



Fabrication and characterization of PDLLA/pyrite composite bone scaffold for osteoblast culture 813

was left on a shaking platform for 10 min. Thereafter, the
solution (200µl) was collected and pipetted into a 96-well
plate. The plates were read on a Microplate reader (BIO-
RAD, model 550), using a test wavelength of 570 nm. The
cells without a scaffold served as the negative control in this
study.

2.4b Assay for ALP activity: ALP activity was deter-
mined with 4-nitro-phenyl phosphate (Roche Reagent,
German) as the substrate. Sample volumes of 0.02 ml were
added to 0.2 ml regent solution (pH 10.4). Enzyme activ-
ity was quanti�ed by absorbance measurements at 410 nm
for the amount of 4-nitrophenoxide ion. The enzyme activ-
ity of ALP was expressed as 1 U lŠ1 which is de�ned as
1 µmol of 4-nitrophenoxide ion produced per minute per
litre.

2.4c SEM: For SEM observation, the ROS17/2.8 (2× 104

cells per well) cells were cultured on the porous scaffolds,
and �xed in 0.5% glutaraldehyde in 0.1 M phosphate buffer
solution (PBS) at 4� C for 1 h. The ROS17/2.8 cells on the
scaffolds were washed twice with PBS for 10 min, and then
dehydrated by increasing the concentration of alcohol (50,
70, 80, 90, 95, 99 and 2× 100%). To avoid the distortion of
the polymer scaffold, the critical point drying of specimens
undertaken with liquid CO2 was not performed. The speci-
mens were sputter-coated with gold and examined by SEM.
The growth of cells on the scaffolds was observed at 6, 12
and 14 days.

2.5 Statistical analysis

All the above tests were performed in triplicate. The data
were analysed statistically using a t-test with SPSS 11.5
for windows. Statistical tests were performed at a 95%
signi�cance level (p < 0.05).

3. Results and discussion

3.1 Morphology and mechanical properties

As a bone scaffold in tissue engineering, a highly intercon-
nected porous structure and high mechanical properties were
required. Figure 1 shows the morphologies of the PDLLA
scaffold (�gure 1a and b) and the PDLLA/pyrite scaffold PP5
(�gure 1c and d), PP10 (�gure 1e and f) and PP20 (�gure 1g
and h) fabricated by the particle leaching combined with the
TIPS method. The expected 3D interconnected porous struc-
ture was evident. From the SEM pictures, it was observed
that the pore size of the pores were about 150–250µm. In
addition, small pores of 20–50µm formed in the phase sep-
aration process in pore walls could be observed. Table 1
shows the porosity of the PDLLA scaffold and the PDLLA/

Figure 1. Morphology of the porous PDLLA scaffold (a, b) and
PDLLA/pyrite scaffold (PP5:c, d; PP10:e, f; PP20:g, h).

Table 1. Open porosity of the PDLLA scaffold and the
PDLLA/pyrite scaffolds PP5, PP10 and PP20.

Samples Porosity (%± SD,n = 3)

PDLLA 84.5± 0.9
PP5 83.3± 2.1
PP10 84.1± 1.2
PP20 82.7± 2.3

pyrite scaffolds. Clearly, there was no obvious differ-
ence between the PDLLA scaffold and the PDLLA/pyrite
scaffolds.

Compared to the bioceramic scaffold, the polymer
scaffold not possesses relatively high mechanical prop-
erties, but with controllable degradation rates. Therefore,
bioceramics (HA,� -TCP, etc.) were generally incorporated
into the polymer scaffolds to improve their mechanical
properties.3–5 The mechanical properties of the scaffold in
this study were also signi�cantly enhanced by the pyrite par-
ticles. From table 2, there was an increase in the mechanical
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Table 2. Mechanical properties of the PDLLA scaffold and the
PDLLA/pyrite scaffolds PP5, PP10 and PP20.

Compressive offset yield
strength at 2% of strain Compressive modulus

Samples (MPa± SD,n = 5) (MPa± SD,n = 5)

PDLLA 0.62± 0.03 6.53± 0.04
PP5 0.71± 0.02 7.89± 0.05
PP10 0.92± 0.04 11.65± 0.04
PP20 0.94± 0.05 17.68± 0.07

Figure 2. Fluorescent micrographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 1 day.

properties with a decrease in the ratio of PDLLA/pyrite.
Also, the compressive modulus was also increased from
6.53 to 17.68 MPa with a decrease in the ratio of PDLLA/
pyrite.

3.2 Cell growth on the bone scaffolds

Osteoblasts were cultured on the PDDLA scaffold and
PDLLA/pyrite scaffolds (PP5, PP10 and PP20) in order to
determine the biocompatibility of these scaffolds and the
effects of pyrite on the growth of osteoblasts. The �uores-
cent micrographs of the osteoblasts cultured on the scaffolds
after day 1, day 3 and day 6 are shown in �gures 2–4, respec-
tively. It can be seen that the osteoblasts are all well attached
to the pore surface of all the scaffolds and proliferate along
the pore walls. After 6 days, the �uorescent micrographs of
the osteoblasts were not clear because the cells attached on
the scaffold became to form a layer on the scaffold surface.
Figures 5–7 show the SEM morphologies of the cell layers
on the scaffold at day 6 (�gure 5), day 12 (�gure 6) and
day 21 (�gure 7). It could be seen that the outer surface and
inner surface of the pores were all covered by the cell lay-
ers and the layer became more continuous and thicker with
time.

Figure 3. Fluorescent micrographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 3 days.

Figure 4. Fluorescent micrographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 6 days.

A MTT assay was also performed after days 1, 3, 6, 12
and 21 to determine cell proliferation on the scaffold. MTT
is a pale yellow substrate that produces a dark blue for-
mazan product when incubated with living cells. MTT ring
is cleaved in active mitochondria, and the reaction occurs
only in living cells. Figure 8 shows the results of the viabil-
ity of osteoblasts cultured on the porous scaffolds measured
by the MTT assay. It could be seen that the MTT absorp-
tion of all the samples increased over time thereby indicat-
ing cell proliferation on the scaffold until 12 days. After 12
days, the cells attached on the scaffold and the cells of the
negative control group became to form a layer, and the cell
proliferation of these cell layers could not be tested by the
MTT method correctly and properly. The optical density
(OD) values of the scaffold PP5 were statistically signif-
icant higher (p < 0.05) than the pure PDLLA scaffold at
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Figure 5. SEM photographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 6 days.

Figure 6. SEM photographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 12 days.

1, 3, 6 and 12 days. The scaffold PP10 and PP20 attained
a signi�cant high level at 21 days but they did not show a
signi�cantly high level before 12 days. From the MTT assay,
the ROS17/2.8 cells cultured on PDLLA/pyrite scaffolds
did not exert cytotoxic responses, providing an indication
of good biocompatibility of PDLLA/pyrite scaffold. Notice-
ably, the growth of cells on PDLLA/pyrite scaffold con-
taining 5% pyrite was prior to cells cultured with PDLLA
scaffold or without materials.

3.3 ALP activity

ROS17/2.8 cells on porous scaffold were assayed for reten-
tion of their osteoblast-like phenotype by ALP activity assay.

Figure 7. SEM photographs of the osteoblasts cultured on
PDLLA scaffold (a) and PDLLA/pyrite scaffolds (b: PP5;c: PP10;
d: PP20) after 21 days.

Figure 8. MTT absorbance of the ROS17/2.8 cultured on PDLLA
scaffold and PDLLA/pyrite scaffolds PP5, PP10 and PP20.

When osteoblasts were cultured with scaffold for 1 day,
there were no statistically signi�cant differences between
the PDLLA/pyrite scaffold and the pure PDLLA scaffold.
At 3, 6 and 12 days, the growth of cells on the scaffold PP5
showed statistically signi�cant high level (p < 0.05) in ALP
activity as compared to the PDLLA scaffold (�gure 9). And
the growth of cells on the scaffold PP10 and PP20 all
showed statistically signi�cant low level (p < 0.05) in ALP
activity as compared to the PDLLA scaffold. Associated
with the results of ALP activity, only the scaffold PP5
containing 5% pyrite notably stimulated the expression of
ALP.
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Figure 9. ALP activity of the ROS17/2.8 cultured on PDLLA
scaffold and PDLLA/pyrite scaffolds PP5, PP10 and PP20.

4. Conclusions

A series of well-developed porous PDLLA/pyrite scaffolds
were fabricated by particle leaching combined with the
TIPS method. The mechanical properties of the scaffold
were signi�cantly enhanced by the pyrite particles in this
study. Our �ndings demonstrated that PDLLA/pyrite was
biocompatible with ROS17/2.8 cellsin vitro as evaluated by
cytotoxicity, proliferation, differentiation and morphological
analyses. The scaffold PP5 containing 5% pyrite was the
optimal scaffold from the results of this paper. Although the
mechanism why pyrite stimulated the growth of osteoblasts

remained to be determined, these �ndings strongly suggested
that by adding proper dose of pyrite into biodegradable mate-
rials, it was bene�cial to the growth of cells and bone repair,
so PDLLA/pyrite scaffold could be potentially used as a
scaffold for bone tissue engineering.
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